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Report No. ....................................................  : WTF26F09264418A1C 

Job No. .........................................................  : FSW2609030217CJ 

Applicant ......................................................  : Mid Ocean Brands B.V. 

Address ........................................................  : Unit 711‑716, 7/F., Tower A, 83 King Lam Street, Cheung Sha 

Wan, Kowloon, Hong Kong. 

Manufacturer ................................................  : 112213 

    
Test Requested ............................................  : With reference to EU Regulation 2025/40《Packaging and 

packaging Waste Regulation(PPWR)》(Replaced Directive 

94/62/EC on 2026.08.12), to determine the Pb, Cd, Hg, Cr(VI) 

content in the submitted sample. 

Test Conclusion ..........................................  : Pass 

Date of Receipt Sample ..............................  : 2026-09-03 & 2026-09-17 

Testing Period .............................................  : 2026-09-03 to 2026-09-11 & 2026-09-17 to 2026-09-21 

Date of Issue ................................................  : 2026-09-24 

Test Result ...................................................  : Refer to next page (s) 
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No. Sample Name Tested Basic Model(s) 

1 

Candle 

CX1508 

2~4 CX1370 

5~6 CX1446 

7~17 CX1590 

18~20 CX1607 

The above information was submitted and identified by/on the behalf of the applicant. 

 

Sample Photo: 

 

CX1508 

 

CX1370 

 

CX1446 

 
CX1590 



 

Report No.: WTF26F09264418A1C Job No.: FSW2609030217CJ  

 

 

 

Waltek Testing Group (Foshan) Co., Ltd. 

http://www.waltek.com.cn                            3 / 11                                                  

 

  

 

CX1607 

 
CX1607 

 

CX1607 

/ 



 

Report No.: WTF26F09264418A1C Job No.: FSW2609030217CJ  

 

 

 

Waltek Testing Group (Foshan) Co., Ltd. 

http://www.waltek.com.cn                            4 / 11                                                  

 

Test Results:                                                                                

European packaging material-Pb, Cd, Hg, Cr(VI) 

Test Method/Equipment: 

-With reference to IEC 62321-5:2013, determination of Pb, Cd, Cr by ICP-OES 

-With reference to IEC 62321-4:2013+AMD1:2017 CSV, determination of Hg by ICP-OES 

-With reference to IEC 62321-7-2:2017, determination of Cr(VI) by UV-Vis 

Test Item(s) Unit LOQ 
Result(s) 

Limit 
No.1 No.2 No.3 

Lead(Pb) mg/kg 2 ND ND ND -- 

Cadmium(Cd) mg/kg 2 ND ND ND -- 

Mercury(Hg) mg/kg 2 ND ND ND -- 

Hexavalent Chromium (Cr(VI)) mg/kg 8 ND ND ND -- 

Total mg/kg -- ND ND ND 100 

Conclusion -- -- Pass Pass Pass -- 

 

Test Item(s) Unit LOQ 
Result(s) 

Limit 
No.4 No.5 No.6 

Lead(Pb) mg/kg 2 ND ND ND -- 

Cadmium(Cd) mg/kg 2 ND ND ND -- 

Mercury(Hg) mg/kg 2 ND ND ND -- 

Hexavalent Chromium (Cr(VI)) mg/kg 8 ND ND ND -- 

Total mg/kg -- ND ND ND 100 

Conclusion -- -- Pass Pass Pass -- 

 

Test Item(s) Unit LOQ 
Result(s) 

Limit 
No.7 No.8 No.9 

Lead(Pb) mg/kg 2 ND ND ND -- 

Cadmium(Cd) mg/kg 2 ND ND ND -- 

Mercury(Hg) mg/kg 2 ND ND ND -- 

Hexavalent Chromium (Cr(VI)) mg/kg 8 ND ND ND -- 

Total mg/kg -- ND ND ND 100 

Conclusion -- -- Pass Pass Pass -- 
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Test Item(s) Unit LOQ 
Result(s) 

Limit 
No.10 No.11 No.12(R1) 

Lead(Pb) mg/kg 2 ND ND ND -- 

Cadmium(Cd) mg/kg 2 ND ND ND -- 

Mercury(Hg) mg/kg 2 ND ND ND -- 

Hexavalent Chromium (Cr(VI)) mg/kg 8 ND ND ND -- 

Total mg/kg -- ND ND ND 100 

Conclusion -- -- Pass Pass Pass -- 

 

Test Item(s) Unit LOQ 
Result(s) 

Limit 
No.13 No.14 No.15 

Lead(Pb) mg/kg 2 78 ND ND -- 

Cadmium(Cd) mg/kg 2 ND ND ND -- 

Mercury(Hg) mg/kg 2 ND ND ND -- 

Hexavalent Chromium (Cr(VI)) mg/kg 8 ND ND ND -- 

Total mg/kg -- 78 ND ND 100 

Conclusion -- -- Pass Pass Pass -- 

 

Test Item(s) Unit LOQ 
Result(s) 

Limit 
No.16 No.18 No.19 

Lead(Pb) mg/kg 2 ND ND ND -- 

Cadmium(Cd) mg/kg 2 ND ND ND -- 

Mercury(Hg) mg/kg 2 ND ND ND -- 

Hexavalent Chromium (Cr(VI)) mg/kg 8 ND ND ND -- 

Total mg/kg -- ND ND ND 100 

Conclusion -- -- Pass Pass Pass -- 

 

Test Item(s) Unit LOQ 
Result(s) 

Limit 
No.20 -- -- 

Lead(Pb) mg/kg 2 ND -- -- -- 

Cadmium(Cd) mg/kg 2 ND -- -- -- 

Mercury(Hg) mg/kg 2 ND -- -- -- 

Hexavalent Chromium (Cr(VI)) mg/kg 8 ND -- -- -- 

Total mg/kg -- ND -- -- 100 

Conclusion -- -- Pass -- -- -- 
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Test Method/Equipment: 

-With reference to IEC 62321-5:2013, determination of Pb, Cd, Cr by ICP-OES 

-With reference to IEC 62321-4:2013+AMD1:2017 CSV, determination of Hg by ICP-OES 

-With reference to IEC 62321-7-1:2015, determination of Cr(VI) by UV-Vis 

Test Item(s) Unit LOQ 
Result(s) 

Limit 
No.17 

Lead(Pb) mg/kg 2 ND -- 

Cadmium(Cd) mg/kg 2 ND -- 

Mercury(Hg) mg/kg 2 ND -- 

Hexavalent Chromium (Cr(VI)) mg/kg 8 ND -- 

Total mg/kg -- ND 100 

Conclusion -- -- Pass -- 

 

Note: 

(1)mg/kg (milligram per kilogram) = ppm (parts per million) 

(2)ND=Not Detected or lower than limit of quantitation 

(3)LOQ =Limit of quantitation 

(4)"--"=Not regulated 

(5)The detected Chromium (Cr) content is "ND", therefore, the Hexavalent Chromium (Cr(VI)) content is "ND" or 

"Negative", No need for validation test of the Hexavalent Chromium (Cr(VI)). If Chromium (Cr) content exceeds 

Hexavalent Chromium (Cr(VI)) limit of quantitation, Validation test of the Hexavalent Chromium (Cr(VI)) is required. 
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Testing Flow chart: 
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UV-VISDATA

Sample Preparation Weigh Sample Digest the sample

pH adjustment 
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1,5- diphenylcarbazide 

for color development

 

 

 

Description for Specimen: 

Specimen ID Specimen No. Specimen Description 

FSW2609030217CJ. 1 1 Transparent plastic shell 

FSW2609030217CJ. 2 2 Brown paper sheet with silvery surfaced 

FSW2609030217CJ. 3 3 Transparent plastic adhesive tape 

FSW2609030217CJ. 4 4 Silvery plastic strip 

FSW2609030217CJ. 5 5 Brown fiber rope 

FSW2609030217CJ. 6 6 Brown paper sheet 

FSW2609030217CJ. 7 7 Green webbing with golden plastic strip 

FSW2609030217CJ. 8 8 Brown paper sheet 

FSW2609030217CJ. 9 9 Transparent plastic sheet with adhesive 

FSW2609030217CJ. 10 10 White sponge part 

FSW2609030217CJ. 11 11 Brown wooden part 

FSW2609030217CJ. 12(R1) 12(R1) Green plastic sheet 

FSW2609030217CJ. 13 13 Green plastic strip 

FSW2609030217CJ. 14 14 Green plastic sheet 
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Specimen ID Specimen No. Specimen Description 

FSW2609030217CJ. 15 15 Brown paper sheet 

FSW2609030217CJ. 16 16 Off-white paper sheet 

FSW2609030217CJ. 17 17 Silvery metal wire 

FSW2609030217CJ. 18 18 White paper box with green-golden surfaced 

FSW2609030217CJ. 19 19 White paper box with red-golden surfaced 

FSW2609030217CJ. 20 20 White paper box with yellow-golden surfaced 

 

Photograph of parts tested: 
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Remarks:  

1. The results shown in this test report refer only to the sample(s) tested; 
2. This test report cannot be reproduced, except in full, without prior written permission of the company; 
3. The report would be invalid without specific stamp of test institute and the signatures of compiler and approver; 
4. The Applicant name and Address, the sample(s) and sample information was/were provided by the applicant who 

should be responsible for the authenticity which Waltek hasn’t verified; 
5. If the report is not stamped with the accreditation recognized seal, it will only be used for scientific research, 

education, and internal quality control activities, and is not used for the purpose of issuing supporting data to the 
society. 

6. The sample material information (Model No. information) is provided by client, not verified by test laboratory. The 
samples of reference Model No. are not tested. Test laboratory not responsible for the accuracy, appropriateness, 
completeness and authenticity of the information provided by client. 

 

 

====== End of Report ====== 
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